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NOTE

L iRELRMBEREE iRk EHE" B

The report is invalid if it is not stamped with the “special seal for test report” of our

laboratory.
2. AEFTERE SR G R

Any type of copy report is invalid.
3. RETHE. EHE. AT

The report is invalid without the signature of the preparer, reviewer, and approver.
4. ZATCASIRAERE AR Bk A gy, SIS (IR A TEEE 15T, AXFRESRIERTT. T
EEIAEE R, 2. AR, ﬁiﬂﬁ%#Mﬁ%Am,&ﬁTﬁﬂW%ﬁﬁé%u

The sample provided by the entrusted unit should not involve legal disputes. Our laboratory
is only responsible for the test data of the samples submitted, not the source of the samples.
No appeal will be accepted for samples that cannot be reproduced. This data and report are only
related to the sample and are only used for internal research and development reference.
5. xRS EA R BTREREZHE—NHAAN (EERESD SERN OB AR SRR D
SRR AR, AR

If you have any objection to the test report, please submit it to the laboratory within one
month (solid sample) or seven days (powder sample and liquid sample) from the date of receipt
of the report.
6. WREPHIEMEREBMES -BRER . ZPERENFRE, FRATEL=1H, @8R
W SN ESIIGTRE AT E AL ALl = A BUIAT A 2.

All testing samples involving customer confidentiality and patents shall be returned to the
customer. [f the customer requests temporary storage, the storage period shall not exceed three
months. If the sample is not taken within the deadline, it shall be deemed as voluntarily giving

up the ownership of the sample, and our laboratory has the right to handle it.

7. R “x” TiHPEGE A AR EIR L
The data for the items marked with an asterisk (%) is provided by the subcontracting

laboratory.

b k- 359 H 7 3 3 i RUBUBERG FE A 55 = -0 4H 100 5
Address: No. 100, Group 24, Tianzhuang Village, Fenghuang Town, Zhangjiagang City, Suzhou City

Hi, if5/Telephone number: 0512-55600300
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/Qé
s Int%gﬁifidﬁfnfrgy PR S H20260123004-005
Fﬁﬁﬁﬁgﬁi Sample name Sample number
storage system
Sample e
information | FEAIRA 2 P BMES PowerHi11-P125-
Sample status Megi IPSDEtlon Sample model 261kWh—S4
repuirement
% BERERIE: (JETT) FIRAA]
BICEA Name ‘ Dgng;} Tech??l?gy XiaTeanO., Ltd}j‘
i TG R X O %) 7= L DCHES BE 1001 5.2 7
Unit o Hk Building 7, No. 1001 Haiming Road, Xiamen Torch High
Address tech Industrial Development Zone (Xiang an), Xiamen,
Fujian, China
% W FEReRHE (TR ARRA A
He e B oy Name Shenzhen Senergy Technology Co., Ltd.
Product ion HMNRP LTI RIXFEE 68 5 6 5] /5 1 % 2 #%
o H HE Ist & 2nd Floors, Factory Building 6, 58 Xingnan Road,
Address Wuzhong Economic and Technological Development, Suzhou,
215100 Jiangsu, P.R. China
ol IRRE! *IP55 Rl Bl L
Testing items Test Type Commissioned test
Sample delivery method Send samples Received
=] )
R L e lsbe 2026. 03. 20
Quantity of samples Test date
ﬁi‘l’ﬂﬂ“ﬁ B \Temperature: 20.5°C ¥ \Humidity: 55%RH
Detection environment
; F3 N TSR ZHE 7 PRV AT 38—+ DU4H 100 5
o 0 b . .
. ¥ No. 100, Group 24, Tianzhuang Village, Fenghuang
Testing location
Town, Zhang jiagang City, Suzhou City
IR 3 IEC 60529:2013 Degrees of protection provided by

Test Standard

enclosure (IP code)

oellEey

Test Conclusion

$2 88 1EC 60529: 2013 FreEZ R AT, s B PR 4N =
W, FEmARdtd, KiK.

The test was conduc{ed in accordance with the requirements of
the GB/T 4208-2017 standard, and no q,bnﬂﬁj iu.l.es were
observed on the sample’ s appearance aft ééf mple

has not been exposed to dust or wate
R * stﬁ; &
2R HI/Date of ].:‘#ue 03.

F2m/ETRH gm%
ﬁ
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%mthl/Redact: m B 1%/Check: 5{{% b #t#E/Approve: J+ ’217%
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KM e &g 8 Testing items and results

) Kol 51 B KR Y
No Testing items Sample number Testing result & -
evaluation
MG B ARFE i 7R T
H, FERmRte.
After testing, the
1 P5X 120260123004=005 visual inspection of the z:hul
sample showed no Pass
abnormalities, The
sample has not been
exposed to dust.
WX 5 H AR 78T =
W, HEmAREK.
After testing, the
9 IPX5 120260123004=005 visual inspection of the ::hu
sample showed no Pass

abnormalities, The
sample has not been
soaked in water.

PLFZH/blank below
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{2525/ Instruments and equipment

e % BATE G akasiics
: period of

No Name Equipment model Management number .
validity
1 B ANAI RS SC-26 VTL-E-RL-136 2027. 02. 03
2 W7k X5 46 Jl=2 VIL-E-RL-157 2026. 12. 03

PLF2¥H/blank below
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ﬁﬂﬂﬂﬁ/Testing process

1 PR H /Testing items: IP55

1.1 Wk B E>R /Testing conditions and requirements:

IPBX:

KRR B

. 2kg/m's

MRS TE]: 8ho

IPX5:

W5 N 4% 6. 3mm;

KiiE (12.540.625) L/min;

5 25 A e R I BR 25 2. 5m” 3ms

AR R 77 KW /KIS 8] : £ Imine

IP5X:

Dust type: talcum powder;

Dust consumption: 2kg/m’;

Testing time: 8 hours.

TPX5:

Nozzle inner diameter 6. 3mm;

Water flow rate (12.5%£0.625) L/min;

The distance from the nozzle to the surface of the shell is 2.5m 3m;
Spraying time per square meter of housing surface: approximately 1 minute.

1.2 PR R /Testing result: M5 H WS R, FEaAREA, KiK.
After testing, the visual inspection of the sample showed no abnormalities, The sample
has not been exposed to dust or water.
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1.3 JRR - B B /Testing photos and diagrams:

IPX5 % @%H 1/ installation photo

WX )5 After testing

ZEW /End
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