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Test Method:
A. Screening test by XRF spectroscopy
XRF screening limits in mg/kg for regulated elements according to IEC 62321-3-1:2013.

Element
Limit of IEC 62321-3-1:2013. Unit (mg/kg) MDL

Polymers and Metals Composite Material Polymers Other
material

Pb BL≤(700-3σ) <X <(1300+3σ)
≤OL

BL≤(500-3σ)<X <(1500+3σ)
≤OL 10 mg/kg 50 mg/kg

Cd BL≤(70-3σ)<X <(130+3σ)
≤OL

LOD≤(50-3σ)<X <(150+3σ)
≤OL 10 mg/kg 50 mg/kg

Hg BL≤(700-3σ)<X <(1300+3σ)
≤OL

BL≤(500-3σ)<X <(1500+3σ)
≤OL 10 mg/kg 50 mg/kg

Cr BL≤(700-3σ)< X BL≤(500-3σ)< X 10 mg/kg 50 mg/kg

Br BL≤(300-3σ)< X BL≤(250-3σ)< X 10 mg/kg 50 mg/kg

Note:
-BL = Under the XRF screening limit
-OL = Further chemical test will be conducted while result is above the screening limit
-X= The symbol “X” marks the region where further investigation is necessary
-3σ= The reproducibility of analytical instruments
-LOD= Detection limit

B. Chemical Test

Test Item Test Method Test
Equipment MDL Limit

Lead (Pb) IEC 62321-5:2013 ICP-OES 2 mg/kg 1000 mg/kg

Cadmium (Cd) IEC 62321-5:2013 ICP-OES 2 mg/kg 100 mg/kg

Mercury (Hg) IEC 62321-4:2013+AMD1:2017 ICP-OES 2 mg/kg 1000 mg/kg

Hexavalent Chromium Cr (VI)
(Metal) IEC 62321-7-1:2015 UV-VIS 0.1 μg/cm2 0.13 μg/cm2

Hexavalent Chromium Cr (VI)
(Nonmetal) IEC 62321-7-2:2017 UV-VIS 8 mg/kg 1000 mg/kg

Polybrominated Biphenyls
(PBBs) IEC 62321-6:2015 GC-MS 5 mg/kg 1000 mg/kg

Polybrominated Diphenyl Ethers
(PBDEs) IEC 62321-6:2015 GC-MS 5 mg/kg 1000 mg/kg

Phthalates
（DBP, BBP, DEHP, DIBP） IEC 62321-8:2017 GC-MS 50mg/kg 1000 mg/kg
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Test Result(s):

Sample
No.

Sample
Description

Tested Items
XRF Screening
Test Unit (mg/kg)

Chemical Test
Unit (mg/kg)

Conclusion

1 Lamp board PCB

Pb BL /

PASS
Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) BL /

2
Smoke and
temperature
sensing

Pb BL /

PASS
Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) / /

3
Smoke and
temperature
sensing base

Pb BL /

PASS
Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) / /

4 Sensor

Pb BL /

PASS
Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) / /

5 Hex nut

Pb BL /

PASS
Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) / /

6 Cross-head screw

Pb BL /

PASS

Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) / /

7 Communication
incoming copper bar

Pb BL /

PASS

Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) / /
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Sample
No.

Sample
Description

Tested Items
XRF Screening
Test Unit (mg/kg)

Chemical Test
Unit (mg/kg)

Conclusion

8 Gasket

Pb BL /

PASS
Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) BL /

9 Soldering point

Pb BL /

PASS
Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) / /

10 Blinds

Pb BL /

PASS
Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) BL /

11 Stainless steel
gasket

Pb BL /

PASS
Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) / /

12 Conductive copper
paste

Pb BL /

PASS
Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) / /

13 Paint

Pb BL /

PASS
Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) BL /

14 Hinge

Pb BL /

PASS
Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) / /
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Sample
No.

Sample
Description

Tested Items
XRF Screening
Test Unit (mg/kg)

Chemical Test
Unit (mg/kg)

Conclusion

15 Exhaust device

Pb BL /

PASS
Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) BL /

16 Black female head

Pb BL /

PASS
Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) BL /

17 White male head

Pb BL /

PASS
Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) BL /

18 Red male head

Pb BL /

PASS
Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) BL /

19 Insertion pin

Pb BL /

PASS
Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) BL /

20 Pin header

Pb BL /

PASS
Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) BL /

21 Flashing buzzer

Pb BL /

PASS
Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) BL /
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Sample
No.

Sample
Description

Tested Items
XRF Screening
Test Unit (mg/kg)

Chemical Test
Unit (mg/kg)

Conclusion

22 Green indicator light

Pb BL /

PASS
Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) BL /

23 Red indicator light

Pb BL /

PASS
Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) BL /

24 Emergency stop
button

Pb BL /

PASS
Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) BL /

25 Yellow indicator light

Pb BL /

PASS
Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) BL /

26 Circuit breaker

Pb BL /

PASS
Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) BL /

27 Shielding clip

Pb BL /

PASS
Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) BL /

28 Time relay

Pb BL /

PASS
Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) BL /
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Sample
No.

Sample
Description

Tested Items
XRF Screening
Test Unit (mg/kg)

Chemical Test
Unit (mg/kg)

Conclusion

29 Wall terminal

Pb BL /

PASS
Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) BL /

30 Intermediate relay

Pb BL /

PASS
Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) BL /

31
Emergency stop
normally closed

contact

Pb BL /

PASS
Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) BL /

32 Cabinet wiring
harness assembly

Pb BL /

PASS
Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) BL /

33 Cabinet door

Pb BL /

PASS
Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) BL /

34 Fixed bracket

Pb BL /

PASS
Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) / /

35 PCS air duct sealing
gasket

Pb BL /

PASS
Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) BL /
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Sample
No.

Sample
Description

Tested Items
XRF Screening
Test Unit (mg/kg)

Chemical Test
Unit (mg/kg)

Conclusion

36 liquid cooling
machine

Pb BL /

PASS
Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) BL /

37
Sealing gasket for air
duct of liquid cooling

unit

Pb BL /

PASS
Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) BL /

38 RJ45 connector

Pb BL /

PASS
Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) BL /

39 limit switch

Pb BL /

PASS
Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) BL /

40 Surge Protective
Device (SPD)

Pb BL /

PASS
Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) / /

41 Black 1500V/250A
connector plug

Pb BL /

PASS
Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) BL /

42 Orange 1500V/250A
connector plug

Pb BL /

PASS
Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) BL /
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Sample
No.

Sample
Description

Tested Items
XRF Screening
Test Unit (mg/kg)

Chemical Test
Unit (mg/kg)

Conclusion

43 Low voltage
connector plug

Pb BL /

PASS
Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) BL /

44 Low voltage
connector pins

Pb BL /

PASS
Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) BL /

45 Exchange backup
fuses

Pb BL /

PASS
Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) BL /

46 Terminal marking
strip

Pb BL /

PASS
Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) BL /

47 terminal fixture

Pb BL /

PASS
Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) BL /

48 dehumidifier

Pb BL /

PASS
Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) BL /

49

Change the PCS to
QF1 cable to

specified silicone
soft copper wire

Pb BL /

PASS
Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) / /
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Sample
No.

Sample
Description

Tested Items
XRF Screening
Test Unit (mg/kg)

Chemical Test
Unit (mg/kg)

Conclusion

50

Cross groove
concave hexagonal

head three
combination bolt

Pb BL /

PASS
Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) / /

51

Cross groove
concave hexagonal

head three
combination bolt
(large gasket)

Pb BL /

PASS
Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) / /

52 Hexagonal flange
nut (without teeth)

Pb BL /

PASS
Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) / /

53 locking rod

Pb BL /

PASS
Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) / /

54 Cabinet base

Pb BL /

PASS
Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) / /

55 Soft copper bar+plug

Pb BL /

PASS
Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) / /

56
Forced guidance
relay (3 open and 1
closed, with base)

Pb BL /

PASS
Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) BL /

mailto:dgcs@atc-lab.com
http://www.dgatc-lab.com/


Test Report
Report No. ZTL260420034R1 Date: May. 07, 2026

Shenzhen ZTL Testing Technology Co., Ltd.
Address: 707, Block A, Building E, Yongwei Industrial Park, No. 118, Yongfu Road, Qiaotou, Fuhai Street, Bao'an District,
Shenzhen, Guangdong, China
Tel: (+86-755) 27225865 Fax: (+86-755) 27225865 Email: ztl@ztl-lab.com Http://www.ztl-lab.com

Page 11 of

Tested Item(s)
Result Unit (mg/kg) Acceptable

Limit
Unit (mg/kg)1 2 3 4 5

Di-isobutyl phthalate(DIBP)
CAS #:84-69-5

N.D. / / / / 1000

Dibutyl phthalate(DBP)
CAS #:84-74-2

N.D. / / / / 1000

Benzylbutyl phthalate(BBP)
CAS #:85-68-7

N.D. / / / / 1000

Di-2-ethylhexyl phthalate(DEHP)
CAS #:117-81-7

N.D. / / / / 1000

Sample
No.

Sample
Description

Tested Items
XRF Screening
Test Unit (mg/kg)

Chemical Test
Unit (mg/kg)

Conclusion

57

Intermediate relay (2
sets of conversion
contacts, with base

and buckle)

Pb BL /

PASS
Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) BL /

58

Intermediate relay (2
sets of conversion
contacts, with base

and buckle)

Pb BL /

PASS
Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) BL /

59

Plug in bridge
component (6

parallel terminals,
DJ3)

Pb BL /

PASS
Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) BL /

60
3-layer terminal, 6-
parallel terminal

board

Pb BL /

PASS
Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) BL /

61
6 parallel connection

terminals (6
interfaces in parallel)

Pb BL /

PASS
Cd BL /
Hg BL /

Cr(Cr(VI) ) BL /
Br(PBBs&PBDEs) BL /
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Tested Item(s)
Result Unit (mg/kg) Acceptable

Limit
Unit (mg/kg)6 7 8 9 10

Di-isobutyl phthalate(DIBP)
CAS #:84-69-5

/ / N.D. / N.D. 1000

Dibutyl phthalate(DBP)
CAS #:84-74-2

/ / N.D. / N.D. 1000

Benzylbutyl phthalate(BBP)
CAS #:85-68-7

/ / N.D. / N.D. 1000

Di-2-ethylhexyl phthalate(DEHP)
CAS #:117-81-7

/ / N.D. / N.D. 1000

Tested Item(s)
Result Unit (mg/kg) Acceptable

Limit
Unit (mg/kg)11 12 13 14 15

Di-isobutyl phthalate(DIBP)
CAS #:84-69-5

/ / N.D. / N.D. 1000

Dibutyl phthalate(DBP)
CAS #:84-74-2

/ / N.D. / N.D. 1000

Benzylbutyl phthalate(BBP)
CAS #:85-68-7

/ / N.D. / N.D. 1000

Di-2-ethylhexyl phthalate(DEHP)
CAS #:117-81-7

/ / N.D. / N.D. 1000

Tested Item(s)
Result Unit (mg/kg) Acceptable

Limit
Unit (mg/kg)16 17 18 19 20

Di-isobutyl phthalate(DIBP)
CAS #:84-69-5

N.D. N.D. N.D. N.D. N.D. 1000

Dibutyl phthalate(DBP)
CAS #:84-74-2

N.D. N.D. N.D. N.D. N.D. 1000

Benzylbutyl phthalate(BBP)
CAS #:85-68-7

N.D. N.D. N.D. N.D. N.D. 1000

Di-2-ethylhexyl phthalate(DEHP)
CAS #:117-81-7

N.D. N.D. N.D. N.D. N.D. 1000
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Tested Item(s)
Result Unit (mg/kg) Acceptable

Limit
Unit (mg/kg)21 22 23 24 25

Di-isobutyl phthalate(DIBP)
CAS #:84-69-5

N.D. N.D. N.D. N.D. N.D. 1000

Dibutyl phthalate(DBP)
CAS #:84-74-2

N.D. N.D. N.D. N.D. N.D. 1000

Benzylbutyl phthalate(BBP)
CAS #:85-68-7

N.D. N.D. N.D. N.D. N.D. 1000

Di-2-ethylhexyl phthalate(DEHP)
CAS #:117-81-7

N.D. N.D. N.D. N.D. N.D. 1000

Tested Item(s)
Result Unit (mg/kg) Acceptable

Limit
Unit (mg/kg)26 27 28 29 30

Di-isobutyl phthalate(DIBP)
CAS #:84-69-5

N.D. N.D. N.D. N.D. N.D. 1000

Dibutyl phthalate(DBP)
CAS #:84-74-2

N.D. N.D. N.D. N.D. N.D. 1000

Benzylbutyl phthalate(BBP)
CAS #:85-68-7

N.D. N.D. N.D. N.D. N.D. 1000

Di-2-ethylhexyl phthalate(DEHP)
CAS #:117-81-7

N.D. N.D. N.D. N.D. N.D. 1000

Tested Item(s)
Result Unit (mg/kg) Acceptable

Limit
Unit (mg/kg)31 32 33 34 35

Di-isobutyl phthalate(DIBP)
CAS #:84-69-5

N.D. N.D. N.D. / N.D. 1000

Dibutyl phthalate(DBP)
CAS #:84-74-2

N.D. N.D. N.D. / N.D. 1000

Benzylbutyl phthalate(BBP)
CAS #:85-68-7

N.D. N.D. N.D. / N.D. 1000

Di-2-ethylhexyl phthalate(DEHP)
CAS #:117-81-7

N.D. N.D. N.D. / N.D. 1000
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Tested Item(s)
Result Unit (mg/kg) Acceptable

Limit
Unit (mg/kg)36 37 38 39 40

Di-isobutyl phthalate(DIBP)
CAS #:84-69-5

N.D. N.D. N.D. N.D. / 1000

Dibutyl phthalate(DBP)
CAS #:84-74-2

N.D. N.D. N.D. N.D. / 1000

Benzylbutyl phthalate(BBP)
CAS #:85-68-7

N.D. N.D. N.D. N.D. / 1000

Di-2-ethylhexyl phthalate(DEHP)
CAS #:117-81-7

N.D. N.D. N.D. N.D. / 1000

Tested Item(s)
Result Unit (mg/kg) Acceptable

Limit
Unit (mg/kg)41 42 43 44 45

Di-isobutyl phthalate(DIBP)
CAS #:84-69-5

N.D. N.D. N.D. N.D. N.D. 1000

Dibutyl phthalate(DBP)
CAS #:84-74-2

N.D. N.D. N.D. N.D. N.D. 1000

Benzylbutyl phthalate(BBP)
CAS #:85-68-7

N.D. N.D. N.D. N.D. N.D. 1000

Di-2-ethylhexyl phthalate(DEHP)
CAS #:117-81-7

N.D. N.D. N.D. N.D. N.D. 1000

Tested Item(s)
Result Unit (mg/kg) Acceptable

Limit
Unit (mg/kg)46 47 48 49 50

Di-isobutyl phthalate(DIBP)
CAS #:84-69-5

N.D. N.D. N.D. / / 1000

Dibutyl phthalate(DBP)
CAS #:84-74-2

N.D. N.D. N.D. / / 1000

Benzylbutyl phthalate(BBP)
CAS #:85-68-7

N.D. N.D. N.D. / / 1000

Di-2-ethylhexyl phthalate(DEHP)
CAS #:117-81-7

N.D. N.D. N.D. / / 1000
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Tested Item(s)
Result Unit (mg/kg) Acceptable

Limit
Unit (mg/kg)51 52 53 54 55

Di-isobutyl phthalate(DIBP)
CAS #:84-69-5

/ / / / / 1000

Dibutyl phthalate(DBP)
CAS #:84-74-2

/ / / / / 1000

Benzylbutyl phthalate(BBP)
CAS #:85-68-7

/ / / / / 1000

Di-2-ethylhexyl phthalate(DEHP)
CAS #:117-81-7

/ / / / / 1000

Tested Item(s)
Result Unit (mg/kg) Acceptable

Limit
Unit (mg/kg)56 57 58 59 60 61

Di-isobutyl phthalate(DIBP)
CAS #:84-69-5

N.D. N.D. N.D. N.D. N.D. N.D. 1000

Dibutyl phthalate(DBP)
CAS #:84-74-2

N.D. N.D. N.D. N.D. N.D. N.D. 1000

Benzylbutyl phthalate(BBP)
CAS #:85-68-7

N.D. N.D. N.D. N.D. N.D. N.D. 1000

Di-2-ethylhexyl phthalate(DEHP)
CAS #:117-81-7

N.D. N.D. N.D. N.D. N.D. N.D. 1000

mailto:dgcs@atc-lab.com
http://www.dgatc-lab.com/


Test Report
Report No. ZTL260420034R1 Date: May. 07, 2026

Shenzhen ZTL Testing Technology Co., Ltd.
Address: 707, Block A, Building E, Yongwei Industrial Park, No. 118, Yongfu Road, Qiaotou, Fuhai Street, Bao'an District,
Shenzhen, Guangdong, China
Tel: (+86-755) 27225865 Fax: (+86-755) 27225865 Email: ztl@ztl-lab.com Http://www.ztl-lab.com

Page 16 of

Note:

-MDL = Method Detection Limit

-N.D. = Not Detected (<MDL)

-mg/kg = ppm = parts per million

-Negative = Absence of Cr(VI) , the detected Cr(VI) concentration in the boiling water extraction solution is less

than 0.02 mg/kg with 50cm2 sample surface area used.

-Positive = Presence of Cr(VI), the detected Cr(VI) concentration in the boiling water extraction solution is equal

to or greater than 0.02 mg/kg with 50cm2 sample surface area used.

-#=According to the directive (2011/65/ EU), Lead is exempted as copper alloy containing up to 4% lead by

weight.

Remark:

- The screening results are only used for reference.

- When conducting the test for PBBs & PBDEs, XRF was introduced to screen Br Exclusively;

- When conducting the test for Hexavalent Chromium, XRF was introduced to screen Chromium exclusively.
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Test Process:

The sample(s) had been dissolved totally tested for Lead, Cadmium, Mercury.

◆ IEC 62321-5:2013 Ed.1.0

◆ IEC 62321-4:2013+AMD1:2017 Ed.1.0

Pb/Cd
Weigh the sample

into a vessel

Add digestion
reagent

Digest the
sample

Analyzed
by

ICP-OES

Make up with
deionized
water

Dry Ashing/
Alkali Fusion/
Acid Dissolution

Residue

Filtration

Solution

Hg

Weigh sample and
place it in a

microwave digestion
vessel

Add digestion
reagent

Digest sample in
microwave

digestion oven

Alkali Fusion/
Acid Dissolution

Residue

Analyzed
by

ICP-OES

Make up with
deionized
water

Filtration

Solution
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◆ IEC 62321-7-2:2017 Ed.1.0

◆ IEC 62321-6:2015 Ed.1.0

◆ IEC 62321-8:2017 Ed.1.0

Cr(VI)
Weigh sample
and place it in a
conical flask

Add digestion
reagent

Heat at 90-95℃for
3 hours

Adjust the pH value

of the solution

Add test
solution

Adjust the pH value

of the solution
Cool and filter

Make up with
deionized water

Analyzed
by UV-Vis

Phthalates
Weigh sample
and place it in a

thimble

Extracted with
organic solvent

Concentrate the
extract

Analyzed
by GC-MS

Make up with
organic solvent

Transfer the extract
into a volumetric flask

PBBs/ PBDEs
Weigh sample
and place it in a

thimble

Extracted with
organic solvent

Concentrate the
extract

Analyzed
by GC-MS

Make up with
organic solvent

Transfer the extract
into a volumetric flask
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Photograph of Sample

Figure 1
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Figure 2
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Figure 3
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Figure 4
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Figure 5
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Figure 6

***** End of Report *****

The test report is effective only with both signature and specialized stamp. The result(s) shown in this report refer only to the

sample(s) tested. Without written approval of ZTL, this report can’t be reproduced except in full.
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